ﬁ Professional Testing Laboratory, Inc.

TEST REPORT

DATE: 04-29-2015 TEST NUMBER: 0218316
‘ CLIENT ‘ LG Hausys America, Inc. (GA)
| TEST METHOD CONDUCTED | ASTM F510 Abrasion Resistance |

DESCRIPTION OF TEST SAMPLE
IDENTIFICATION Medistep Origin

GENERAL PRINCIPLE

A test specimen is subjected to the rubbing action of two abrading wheels under controlled
condifions of pressure and abrasive action. The abrasion wheels rest on the surface of the specimen
which is mounted on a rotating platform. Turning of the platform initiates the abrasive action on the test
specimen.

TEST RESULTS
ABRASION WHEEL Grit
LOAD APPLIED 1,000 Grams
NUMBER OF CYCLES 1,000
ORIGINAL WEIGHT 25.04 Grams
FINAL WEIGHT 24.70 Grams
WEIGHT LOSS 0.66 Grams (2.6%)
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