P Professional Testing Laboratory, Inc.

TEST REPORT

DATE: 02-20-2015 TEST NUMBER: 0215003

CLIENT LG Hausys America, Inc. (GA)

ASTM F925 5 Minute Standard Test Method for Resistance to

Ui Rlen) (el IS ) Chemicals of Resilient Flooring

DESCRIPTION OF TEST SAMPLE

IDENTIFICATION Medistep Origin
CONSTRUCTION Vinyl
TEST RESULTS

5 MINUTE RATINGS

STAINING AGENT SURFACE DULLING SURFACE ATTACK COLOR CHANGE
5% Acetic Acid 0 0 0
70% Isopropyl Alcohol 0 0 0
Mineral Oil 0 0 0
5% Sodium Hydroxide 0 0 0
5% Hydrochloric Acid 0 0 0
5% Ammonia 0 0 0
Bleach 0 0 0
5% Phenol 0 0 0
Gasoline 0 0 0
Sulfuric Acid 0 0 0
Kerosene 0 0 0
Olive Oil 0 0 0

RATING KEY

0 - No change (----)
1 - Slight change

2 - Moderate change

3 - Severe change

APPROVED BY:

This repozt 15 provided for the exchisive use of the cliert to wheen it 15 addressed. It may be used 1 its ertwety to gain prodact aoceptance fomm duly
constiuted aathorties. This repoit applies onbyr to those sanples tested and 15 not necessarily mdicatore of apparertly idertical of sirmilar products. This
report, orthe name of Professonal Testing Laboratory Ine. shall not beused under arny cirommst arce m advertising to the gensral public.

714 Glerarcod Place Dalton, Gi 30721 Phome : 062203283 Fae: 7062256757 ermanl: protesti@optilnde us



