P Professional Testing Laboratory, Inc.

TEST REPORT

DATE: 02-20-2015 TEST NUMBER: 0215003

CLIENT LG Hausys America, Inc. (GA)

ASTM F1914 Test Method for Short-Term Indentation and Residual

TEST METHOD CONDUCTED Indentation of Resilient Floor Covering

DESCRIPTION OF TEST SAMPLE

IDENTIFICATION Medistep Origin
CONSTRUCTION Vinyl
PROCEDURE

A test sample is loaded with 75 Ibs. on a presser foot .178 inches in diameter for 15 minutes. The
indentation is immediately measured and compared to the original thickness of the sample. After 60
minutes of recovery time the indentation is measured again and compared to the original thickness of
the sample.

TEST RESULTS

RESIDUAL INDENTATION AT 75 Lbs. -0.006 Inch  (6.38%)
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